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%Zinc Oxide (95-99%)
SFR: ZnO  HTE: 81.39
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*The technical values:
In H B
ltem Indices
FULBE CTIE) % o
zinc oxide (counted on dry basis ) B
&y (BLZnib) % y
metal zinc N.D
M (LA Pb i) %
ﬁﬂéén D ﬁ‘ (0 < 0.0002
Lead oxide (counted on Pb)
S (B Cd i %
Cadmium oxide (counted on Cd ) < 0.0002
e (DA Mny 9
U (LMn i) % — 0.0001
Manganes oxide (counted on Mn )
/_‘ kﬁ (l/\ C > 0,
A | LA Cu i) % ~ 0.0001
Copper oxide (counted on Cu)
?‘Iﬁ%ﬁ%i | | % ~ 05
loss of weight in drying
VRS (um)
PR Gum 0.1(100nm)
Average grain size(umO
th o (mig)
I (mig 30-50
Specific surface(BET)
fﬁ%% (pum) | % < 01
Residue on 45um sieve
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